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SCOPE: 

This procedure is used for sampling admixtures added to concrete mixes at a production plant or in 
the field. 

MATERIALS AND EQUIPMENT: 

All plants shall provide equipment satisfactory for obtaining liquid admixture samples from the last 
practical point prior to mixing with other ingredients. 

TEST PROCEDURE: 

1.	 Obtain liquid admixture samples in a single operation.  Non-liquid admixture samples shall be of 
the commercial package size supplied to the plant or project. 

2.	 Agitate the liquid admixture thoroughly prior to sampling.  Sample the admixture from the last 
practical point prior to the admixture entering the mixer drum. 

3.	 Store samples to provide protection from dampness, extreme heat, and extreme cold.  Use 1-
quart metal screw top cans as containers for liquid admixture samples.  Samples shall be 
delivered within 30 days of collection. 

4.	 Samples must be accompanied with a completed Form 88 - General Materials Sample.

Page 1 of 1 


