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LAB TESTING

Residue, Viscosity, Sieve

CRS-1 CSS-1h

2015 Totals* 165 56

Clogged Sieve 53 31

Viscosity 15 4

Residue 11 3 

*26 non-standard (non-tracking, MS/SS applications)



Significance of a Failing Tack Coat test?

Residue?

Viscosity?

Sieve?



Asphalt Tack Bond Shear Strength Apparatus

• Measures shear strength of tack coat between two asphalt layers

• Fixture is used in a Marshall Test Load Frame

• Steel frame holds a fixed and a moveable shear plate



Sampling Practices



Documentation Types



Documentation Not Received With Sample
(Form 88, COA, BOL)

Discarded (no indentification) ???

Samples tested 247

Samples tested (no documentation) 79

Percent of samples received 32%
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Buckets?



QUESTIONS?
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