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CATEGORY 900
MATERIALS
SECTION 951 ( PAVEMENT MARKING MATERIALS
 TC "SPI - Section 951 - Pavement Marking Materials ~~ 951.09 Glass Beads" 
951.09 GLASS BEADS.  Glass beads applied to the surface of liquid pavement markings shall conform to the following.
951.09.01 Requirements.  M 247, Type II.  Reflective glass beads shall conform as specified and shall be coated for moisture proofing and adhesion with the following exceptions:
(a) MSMT 211.  The refractive index shall be 1.50 minimum.
(b) D 1155.  Beads shall have a minimum average roundness of 80 percent.
(c) EPA Method 3052, 6010B and 6010C.  Beads shall contain no more than 200 parts per million arsenic or lead.
951.09.02 Certification.  TC‑1.03.  The manufacturer shall provide certification that the glass beads supplied conform as specified.  The manufacturer shall also provide Material Safety Data Sheets for all materials submitted for certification.  Certification shall also include the following:
(a) Manufacturer’s name.
(b) Place (address) of manufacture.
(c) Specification reference.
(d) Lot or batch identification.
(e) Size of lot/batch.
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